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ASTM B499,ASTM D1400, ASTM D709;

S ISO 2178,1SO 2360, 1SO 2808;
GB/T 4956,JB/T 8393
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Sy S8 1um

S5 3l o, 0~2000pm

L;):f ol s

zero calibration:=(3%H+1)um ;
Two point calibration:£(1~3%H+1.5)um ;
note: H is the sample thickness

oRles domio IPS Full color screen, 1.14inch

S Ll Type C USB

@ o3 1,000

bl Lithium-ion battery, fully charged, one-time

continuous test 10000

&S o5l sla Il

Basic Model, quality control model, continuous
model, statistical model
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Magnetism : 10x10mm ;

Cwlde s uu\»

Magnetism : 0.2mm ;

convex radius 5mm; concave radius 10mm

A1y um/mil

Sl 102x50%20mm

GJs 80g

e Ll 2 0~40°C(10~90%RH without condensation)







